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HAINING DULETAI NEW MATERAIL CO.,LTD
NO.23 WENLI ROAD,HAINING,ZHEJIANG,CHINA

 

 
 

Sample Receiving Date : Dec 28, 2020 
 

 

Testing Period : Dec 28, 2020 - Dec 31, 2020 
 

     
 

Test Result(s) : Unless otherwise stated the result

SGS Internal Ref.No. : SCIN2012002253ML 
Product Specification : SL100~900 
Manufacturer : HAINING DULETAI NEW MATERAIL CO.,

The following sample(s) was/were submitted and identified on behalf of the client as: 
Sample Description : SUNSCREEN FABRIC 

LTD

s shown in this test report refer only to the 
sample(s) tested, for further details, please refer to the following page(s). 

 

 
 

Test Performed : Selected test(s) as requested by applicant  
 

 
 
 
 

Signed for and on behalf of 
 

 

SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch 
 

      
 

 

    

     
      
 

Lily Wang (Account Manager) 
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Test Result 
 
 

Tearing Strength 
 

    
 

(ASTM D2261-13; ) 

 

    
    
 

- Unit 
 

A Requirement 

Warp Yarns Torn lbf 10.1 - 
Weft Yarns Torn lbf 9.1 - 
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Sample Photo 
 

  

 

  

 
 
 

***End of Report*** 
 

 


