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报告抬头公司名称  

Company Name 

Show on Report 

海宁杜勒泰新材料有限公司

 

地址  

HAINING DULETAI NEW MATERAIL CO.,LTD

Address  

 

 

以下测试之样品及样品信息由申请者提供并确认 

The following sample(s) and sample information was/were submitted and identified by/on the behalf of  

浙江海宁文礼路23号

NO.23 WENLI ROAD,HAINING,ZHEJIANG,CHINA

the client 

 

样品名称 

Sample Name 

阳光面料 

sunscreen fabric 

材质 30%聚酯纤维/70%聚录乙烯 

Material 30%Polyester+70%PVC 

型号 L1-101/102/103 

Model No. L1-101/102/103 

样品接收日期 

Sample Received Date 

2024.06.27 

Jun. 27, 2024 

样品检测日期 

Testing Period 

2024.06.27-2024.07.03 

Jun. 27, 2024 to Jul. 3, 2024 

 

测试内容 Test Conducted： 

根据客户的申请要求，具体要求详见下一页。 

As requested by the applicant, for details refer to next page(s) 

 

 

批准 

Approved by  

 
 

 吴如妹 

实验室经理 Lab Manager 

  

日期 

Date 
2024.07.04 No. S332491292 

上海华测品标检测技术有限公司 

Centre Testing International Pinbiao(Shanghai) Co., Ltd. 

上海市闵行区万芳路 1351 号 

No.1351, Wanfang Road, Minhang District, Shanghai, China 
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检测结果摘要 Summary of Test Result(s) 

检测项目 Test Item(s) 
检测标准 

Test Standard 

单项结果/结论 

Test Result/Conclusion 

防紫外线测试 Solar Ultraviolet 

Radiation Protective Properties 
GB/T 18830-2009 符合 PASS 

 

判定依据 

Test Request 
GB/T 18830-2009 

 

************详细结果，请见下页************* 

************For Further Details, Please Refer to the Following Page(s) ************* 
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检测内容（根据客户要求）Tests Conducted (As Requested by the Client) 

1 防紫外线测试 Solar Ultraviolet Radiation Protective Properties(GB/T 18830-2009) 
 

测试项目 

Test Item(s) 

检测结果 

Test Result 
标准要求 

Standard Requirement 
001 

UV-A 透过率，T(UV-A) 

The UV-A Transmittance，

T(UV-A) 

0.03% <5% 

UV-B 透过率，T(UV-B) 

The UV-B Transmittance，

T(UV-B) 

0.02% -- 

UPF 平均值，UPF The 

Mean Ultraviolet 

Protection Factor，UPF 

11166.55 -- 

样品的 UPF 值 The UPF 

of the Sample 
2791.63 >40 

标签上的 UPF 值 The 

UPF Value of the Label 
50+ -- 

结论 Conclusion 
可称为防紫外线产品 

Can be claimed as UV protection product. 
-- 

 

测试样品/部位描述 Tested Sample/Part Description 

序号 

No. 

CTI 样品 ID 

CTI Sample ID 

描述 

Description 

1 001 灰白色机织布料 

Off-white woven fabric 
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样品图片 Photo(s) of the sample(s) 

       

声明 Statement: 

1.检测报告无批准人签字及“专用章”无效； 

This report is considered invalidated without approval signature, special stamp; 

2.报告抬头公司名称及地址、样品及样品信息由申请者提供，申请者应对其真实性负责，CTI 未核实其真

实性； 

Company Name and Address show on Report , the sample(s) and sample Information was/were provided by the 

applicant who should be responsible for the authenticity which CTI hasn’t verified; 

3.本报告检测结果仅对受测样品负责，根据客户要求，按客户提供样品量安排测试； 

The test result(s) shown in this report refer(s) only to the sample(s) tested,the test was arranged according to the 

sample(s) quantity provided from client as required;  

4.未经 CTI 书面同意，不得部分复制本报告； 

Without written approval of CTI, this report can’t be reproduced except in full; 

5.除非客户要求，本报告检测结果及与规定限值的符合性评价未考虑不确定度的影响； 

Except for the requirement of the client, the test results and the conformity assessment in this report do not take 

the uncertainty into account; 

6.如检测报告中的英文内容与中文内容有差异，以中文为准。 

In case of any discrepancy between the English version and Chinese version of the testing reports  

(if generated), the Chinese version shall prevail. 

*** 报告结束 *** 

*** End of Report *** 
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